





ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*%* SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/09/15 SEQUENCE NO. =~ 15
JOB NUMBER - CAQ705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE ~ SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153642 - 20153643 - 20153644
SAMPLE 1D - 8599 - 8600 - S601
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 486+00 - 486+00 = 496400
LOCATION - 15" RT - 27' RT - 06' LT
DEPTH IN FEET - 0-5 ~ 0-5 ~ 0-5
MAT'L COLOR - BR/GR _ BR/GR _ BR/GR
MAT'L TYPE . - -
LATITUDE DEG-MIN-SEC - 33 18 14.60 - 33 18 14.60 - 33 18 8.60
LONGITUDE DEG-MIN-SEC - 93 16 17.40 93 16 17.50 93 16 8.30
% PASSING 2 IN. - - -
1 1/2 IN. - = =
3/4 IN. - N =
3/8 IN. - - -
NO. 4 - 100 ~ 100 ~ 100
NO. 10 - 99 - 89 = 99
NO. 40 - 99 _ 98 = 98
NO. 80 - 88 - 89 5 87
NO. 200 - 56 6l 59
LIQUID LIMIT - 17 - 18 - 17
PLASTICITY INDEX . 03 = 03 - 04
AASHTO SOIL = A-4(0) - A-4(0) - A-4(0)
UNIFIED SOIL - - -
% MOISTURE CONTENT - 14.3 - 15.7 13.6
ACHMSC (IN) - 3.75W - - = 3.5W
ACHMBC (IN) - o - - - 4 .5W
SOIL CEMENT BASE (IN) ~ 6.0 - -—— - 7.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 TB9 TS0 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/01/15 SEQUENCE NO. - 16
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153645 - 20153646 - 20153647
SAMPLE ID - 8602 - 8603 - 8604
TEST STATUS - INFORMATION ONLY = INFORMATION ONLY - INFORMATION ONLY
STATION - 496+00 - 496+00 - 504+00
LOCATION - 15' LT - 27" LT - 06' RT
DEPTH IN FEET - 0-5 _ 0-5 ~ 0-5
MAT'IL COLOR - BR/GR _ BR/GR _ BR/GR
MAT'L TYPE - = =
LATITUDE DEG-MIN-SEC - 33 18 8.70 = 33 18 8.80 - 33 18 3.40
LONGITUDE DEG-MIN-SEC - 93 16 8.30 93 16 8.20 93 16 1.20
% PASSING 2 IN., - - -
11/2 IN. - - -
3/4 IN. - - -
3/8 IN. - 100 - 100 -
NO. 4 - 99 ) 98 ~ 100
NO. 10 - 99 _ 97 _ 99
NO. 40 - 97 - 96 - 98
NO. 80 - 81 - 83 - 86
NO. 200 - 54 55 62
LIQUID LIMIT - ND - ND - 16
PLASTICITY INDEX - NP - NP - 02
AASHTO SOIL - A-4(0) - A-4(0) - A-4(0)
UNIFIED SOIL - - -
% MOISTURE CONTENT . 12.9 B 13.8 B 15.3
ACHMSC (IN) - 3.0 - - - 4 .5WX
ACHMBC (IN) - --- - === - 3.0W
SOIL CEMENT BASE (INn) ~ 6.0 - - = 7.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
**% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/01/15 SEQUENCE NO. - 17
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. -1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (8)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153648 - 20153649 - 20153650
SAMPLE ID - 8605 - S606 - 8607
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 504+00 - 504+00 - 512400
LOCATION - 15" RT T 24' RT - 06' LT
DEPTH IN FEET - 0-5 ~ 0-5 T 0-5
MAT'L COLOR - BR/GR _ BR/GR _ BR/GR
MAT'L TYPE - - -
LATITUDE DEG-MIN-SEC - 33 18 3.40 - 33 18 3.30 - 33 17 58.60
LONGITUDE DEG-MIN-SEC - 93 16 1.30 93 16 1.30 93 15 53.90
% PASSING 2 IN. - - -
11/2 IN. - - =
3/4 IN. - = &
3/8 IN. - 100 - 100 - -100
NO. 4 - 99 ) 98 } 99
NO. 10 - 98 _ 97 _ 99
NO. 40 - 96 - 95 - 98
NO. 80 - 82 = 82 = 84
NO. 200 - 56 57 56
LIQUID LIMIT - 18 - 17 - 19
PLASTICITY INDEX - 02 = 02 = 03
AASHTO SOIL - A-4(0) - A-4(0) - A-4(0)
UNIFIED SOIL - - -
% MOISTURE CONTENT - 14.9 - 14.7 17.1
ACHMSC (IN) - 3.25W - -—— - 5.0WX
SOIL CEMENT BASE (IN) - 6.0 - - . 7.0

REMARKS - W=MULTIPLE LAYERS, X=STRIPPED
- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
**% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/01/15 SEQUENCE NO. - 18
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (8)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER -~ 20153651 - 20153652 - 20153653
SAMPLE ID - S608 - S609 - 8610
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 512+00 - 512400 - 520400
LOCATION - 15" LT - 27" LT T 06' RT
DEPTH IN FEET - 0-5 _ 0-5 ~ 0-5
MAT'IL, COLOR - BR/GR _ BR/GR _ BR/GR
MAT'L TYPE - _ -
LATITUDE DEG-MIN-SEC - 33 17 58.70 - 33 17 58.70 - 33 17 54.30
LONGITUDE DEG-MIN-SEC - 93 15 53.80 93 15 53.70 © 93 15 46.40
% PASSING 2 IN. - - -
11/2 IN. - - -
3/4 IN. - = a
3/8 IN. - = 100 - 100
NO. 4 - 100 ~ 97 ~ 98
NO. 10 - 99 _ 93 _ 97
NO. 40 - 98 = 90 - 94
NO. 80 - 82 - 78 - 79
NO. 200 - 55 51 54
LIQUID LIMIT = ND - 17 - ND
PLASTICITY INDEX - NP = 02 = NP
AASHTO SOIL - A-4(0) = A-4(0) - A-4(0)
UNIFIED SOIL - - -
% MOISTURE CONTENT - 20.0 - 15.9 - 15.7
ACHMSC (IN) - 3.0X - - - 3.75WX
ACHMBC (IN) - s T e -, 3.25WX
SOIL CEMENT BASE (IN) ~ 7.0 - -—= - 6.0

REMARKS - W=MULTIPLE LAYERS, X=STRIPPED
- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS

STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT *#*%

DATE - 12/01/15 SEQUENCE NO. - 19
JOB NUMBER - CRA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. -1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - GSTATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SDAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153654 - 20153655 © 20153656
SAMPLE ID - S611 - Se612 - S613
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 520400 - 520400 = 528+00
LOCATION - 15' RT - 27' RT - 06' LT
DEPTH IN FEET - 0-5 ~ 0-5 ~ 0-5
MAT'IL COLOR - BR/GR _ BR/GR _ BROWN
MAT'L TYPE - . &
LATITUDE DEG-MIN-SEC - 33 17 54.20 9 33 17 54.10 = 33 17 51.00
LONGITUDE DEG-MIN-SEC - 93 15 46.50 93 15 46.50 93 15 37.80
% PASSING 2 IN. - - =
1 1/2 IN. - - -
3/4 IN. - - -
3/8 IN. - - 100 T 100
NO. 4 - 100 99 : 99
NO. 10 - 99 _ 99 _ 99
NO. 40 - 28 - 97 - 98
NO. 80 - 85 - 79 - 81
NO. 200 - 59 50 51
LIQUID LIMIT - 17 = 15 - ND
PLASTICITY INDEX - 04 = 01 - NP
AASHTO SOIL - A-4(0) - A-4(0) - A-4(0)
UNIFIED SOIL - - -
% MOISTURE CONTENT - 12.0 - 8.9 15.5
ACHMSC (IN) - 3.0W = S - 3.25W
ACHMBC (IN) - - + --- - 2.25
SOIL CEMENT BASE (IN) ~ 6.0 = - g 7.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT **+#*

DATE - 12/01/15 SEQUENCE NO. - 20
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM -~ TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153657 - 20153658 - 20153659
SAMPLE ID - 8614 - 8615 - 8616
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 528400 - 528+00 - 538400
LOCATION - 15' LT - 27 LT ~ 06' RT
DEPTH IN FEET - 0-5 T 0-5 - 0-5
MAT'L COLOR - BROWN _ BROWN _ RD/BR
MAT'L TYPE - = -
LATITUDE DEG-MIN-SEC - 33 17 51.10 - 33 17 51.20 N 33 17 48.20
LONGITUDE DEG-MIN-SEC - 93 15 37.80 93 15 37.70 93 15 26.90
% PASSING 2 IN. - - -
11/2 IN. - - -
3/4 IN. - - -
3/8 IN. - 100 - - 100
NO. 4 - 99 ~ 100 j 99
NO. 10 - 98 _ 98 _ 99
NO. 40 - 96 - 95 _ 97
NO. 80 - 78 - 78 - 79
NO. 200 - 50 46 55
LIQUID LIMIT - ND - ND - 19
PLASTICITY INDEX - NP - NP - 03
AASHTO SOIL - A-4(0) - A-4(0) =  A-4(0)
UNIFIED SOIL - - -
% MOISTURE CONTENT - 11.5 - 15.6 - 18.7
ACHMSC (IN) - 3.0 - - - 4.5W
ACHMBC (IN) - - - - - 4.0W
SOIL CEMENT BASE (IN) ~ 7.0 = - - 6.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
**% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/01/15 SEQUENCE NO. - 21
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. -1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIZA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153660 - 20153661 - 20153662
SAMPLE ID - 8617 - S618 _ S619
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 538+00 - 538400 - 545400
LOCATION - 15' RT - 27' RT - 06' LT
DEPTH IN FEET - 0-5 _ 0-5 ~ 0-5
MAT 'L, COLOR - RD/BR _ BROWN _ RD/BR
MAT'L TYPE - _ -
LATITUDE DEG-MIN-SEC - 33 17 48.10 - 33 17 47.90 - 33 17 47.20
LONGITUDE DEG-MIN-SEC - 93 15 26.90 93 15 26.90 93 15 18.70
% PASSING 2 IN. - 2 -
11/2 IN. - = -
3/4 IN. - - -
3/8 IN. - - - 100
NO. 4 - 100 ~ 100 } 99
NO. 10 - 99 _ 99 _ 98
NO. 40 - 97 - 97 _ 95
NO. 80 - 82 = 71 - 78
NO. 200 - 56 52 56
LIQUID LIMIT - ND - 19 - 23
PLASTICITY INDEX - NP - 03 - 07
AASHTO SOIL - A-4(0) - A-4(0) - A-4(1)
UNIFIED SOIL - - -
% MOISTURE CONTENT - 19.1 B 21.4 . 18.0
ACHMSC (IN) - 3.0W - - - 5.25W
ACHMBC (IN) - --- = -—- = 2.25
SOIL CEMENT BASE (IN) ~ 6.0 = -—- - 7.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AL, LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTQ TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT *%**

DATE - 11/30/15 SEQUENCE NO. - 22
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (8)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIAZA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER = 20153663 - 20153664 -~ 20153665
SAMPLE ID - 8620 - 8621 - 8622
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 545400 -~ 545400 - 554400
LOCATION - 15' LT - 27' LT - 15' RT
DEPTH IN FEET - 0-5 ~ 0-5 ~ 0-5
MAT'T, COLOR - BROWN _ BROWN _ BROWN
MAT'L TYPE - = -
LATITUDE DEG-MIN-SEC - 33 17 47.30 5 33 17 47.40 - 33 17 47.00
LONGITUDE DEG-MIN-SEC - 93 15 18.70 93 15 18.70 93 15 8.20
% PASSING 2 IN. - . -
11/2 IN. - - -
3/4 IN. - - 100 =
3/8 IN. - 100 - 98 - 100
NO. 4 - 99 ~ 96 ) 99
NO. 10 - 98 _ 92 _ 99
NO. 40 - 95 - 70 - 98
NO. 80 - 77 - 64 - 85
NO. 200 -~ 55 53 60
LIQUID LIMIT - 20 - 24 = 22
PLASTICITY INDEX - 4 - 8 = 7
AASHTO SOIL - A-4(0) - A-4(1) - A-4(1)
UNIFIED SOIL - - -
% MOISTURE CONTENT - 18.7 - l6.1 19.1
ACHMSC (IN) - 5.5W = “ - 4,5W
ACHMBC (IN) - -—- - -—- - 2.25W
SOIL CEMENT BASE (IN) ~ 7.0 - - - 4.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*¥*% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/09/15 SEQUENCE NO. - 23
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER 1ID. -1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153666 - 20153667 - 20153668
SAMPLE ID - 5623 - S624 - 8625
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 554400 -~ 554+00 = 568+00
LOCATION - 24' RT ~ 45" RT - 06' LT
DEPTH IN FEET - 0-5 : 0-5 : 0-5
MAT'L COLOR - BROWN _  BROWN _  BROWN
MAT'L TYPE - - -
LATITUDE DEG-MIN-SEC - 33 17 46.90 P 33 17 46.70 - 33 17 48.20
LONGITUDE DEG-MIN-SEC - 93 15 8.10 93 15 8.10 93 14 51.70
% PASSING 2 IN. - - -
11/2 IN. - = -
3/4 IN. - = =
3/8 IN. - 100 - 100 -
NO. 4 - 99 99 ~ 100
NO. 10 - 99 _ o8 ~ 99
NO. 40 - 96 = 96 = 97
NO. 80 - 82 - 88 4 77
NO. 200 - 15 69 52
LIQUID LIMIT = 19 - 27 - 18
PLASTICITY INDEX = 4 = 12 - 4
AASHTO SOIL = A-4(1) - A-6(6) - A-4(0)
UNIFIED SOIL - - )
% MOISTURE CONTENT - 16.0 ) 17.7 13.6
ACHMSC (IN) - 6.0W - -—— - 5.5WX
ACHMBC (IN) - 2.25W = =— = 2.0
SOIL CEMENT BASE (IN) ~ 2.0 - = N s
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
**% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 11/30/15 SEQUENCE NO. - 24
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLTIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER -~ 20153669 - 20153670 - 20153671
SAMPLE ID - 8626 - 8627 _ 8628
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 568+00 - 568+00 - 576+00
LOCATION - 15' LT - 27' LT ~ 06' RT
DEPTH IN FEET - 0-5 ~ 0-5 ~ 0-5
MAT'L COLOR - BROWN _ BROWN _ BR/GR
MAT'L TYPE - _ .
LATITUDE DEG-MIN-SEC - 33 17 48.30 = 33 17 48.40 = 33 17 48.60
LONGITUDE DEG-MIN-SEC - 93 14 51.70 93 14 51.70 93 14 42.40
% PASSING 2 IN. - - -
11/2 IN. - - -
3/4 IN. - - - 100
3/8 IN. - 100 - 100 - 98
NO. 4 - 99 - 99 Y
NO. 10 - 98 _ 99 _ 96
NO. 40 - 95 - 98 - 93
NO. 80 - 77 - 82 - 78
NO. 200 - 56 59 57
LIQUID LIMIT - 17 - 17 - 18
PLASTICITY INDEX - 5 - 2 - 4
AASHTO SOIL - A-4(0) - RA-4(0) - A-4(0)
UNIFIED SOIL - - T
$ MOISTURE CONTENT - 11.9 - 12.1 B 15.2
ACHMSC (IN) - 1.5 - -—— - 4.5W
ACHMBC (IN) - --- - --= - 2.5
SOIL CEMENT BASE (IN) ~ 7.0 - o - 7.0
CHIP SEAL (IN) 1.0 b -—- h --=
REMARKS - W=MULTPLE LAYERS, X=STRIPPED

- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS

MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER

*%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/09/15 SEQUENCE NO. - 25
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 HWY.79 (WIDENING) (8)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS

LAB NUMBER - 20153672 - 20153673 20153674

SAMPLE ID - 8629 - 8630 S631

TEST STATUS - INFORMATION ONLY - INFORMATION ONLY INFORMATION ONLY

STATION - 576400 - 576+00 592+00

LOCATION - 15' RT - 30' RT 06' RT

DEPTH IN FEET - 0-5 : 0-5 0-5

MAT'L COLOR - BROWN _ BROWN RD/BR

MAT'L TYPE
LATITUDE DEG-MIN-SEC
LONGITUDE DEG-MIN-SEC

33 17 48.50
93 14 42.40

% PASSING 2 IN. -
1 1/2 IN. -
3/4 IN. -

3/8 IN. - 100

NO. 4 - 98

NO. 10 - 98

NO. 40 - 95

NO. 80 - 61

NO. 200 - 44

LIQUID LIMIT - 31

PLASTICITY INDEX - 17

AASHTO SOIL - A-6(3)

UNIFIED SOIL -

% MOISTURE CONTENT - 15.4
ACHMSC (IN) - 3.0W
ACHMBC (IN) - =z
SOIL CEMENT BASE (IN) ~ 7.0

REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 TB89 T90 T265

33 17 48.40
93 14 42.40

100
93
87
83
80
63
47

33 17 49.80
93 14 23.70

100

ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS

MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER

**%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT **%*

DATE - 12/09/15 SEQUENCE NO. - 26
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153675 - 20153676 © 20153677
SAMPLE ID - 8632 - 8633 - 8634
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 592400 - 592400 - 600+00
LOCATION - 15' RT © 27' RT  18' LT
DEPTH IN FEET - 0-5 ~ 0-5 ~ 0-5
MAT'L COLOR - RD/BR . RD/BR _ RD/BR
MAT'L TYPE - - "
LATITUDE DEG-MIN-SEC - 33 17 49.70 - 33 17 49.60 = 33 17 50.60
LONGITUDE DEG-MIN-SEC - 93 14 23.70 93 14 23.60 93 14 14.20
% PASSING 2 IN. - - -
1 1/2 IN. - = N
3/4 IN. - - -
3/8 IN. - - -
NO. 4 - 100 ~ 100 ~ 100
NO. 10 - 99 _ 99 _ 98
NO. 40 - 97 - 97 - 93
NO. 80 - 69 - 83 - 46
NO. 200 - 44 60 29
LIQUID LIMIT - 27 - 20 - 28
PLASTICITY INDEX - 14 - 7 - 13
AASHTO SOIL - A-6(2) - A-4(1) - A-2-6(0)
UNIFIED SOIL - T )
% MOISTURE CONTENT - 17.7 B 20.2 19.9
ACHMSC (IN) - 2.5W - - - 3.0W
ACHMBC (IN) - === = - ” 1.5
SOIL CEMENT BASE (IN) ~ 6.0 = - = 7.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

- ALL LOCATIONS MEASURED FROM CENTERLINE OF

AASHTO TESTS : T24 T88 T89 T90 T265

EXISTING HIGHWAY.



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER

*%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/09/15 SEQUENCE NO. - 27
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153678 - 20153679 -~ 20153680
SAMPLE ID - 8635 - S636 - 8637
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 600400 - 600400 - 610+00
LOCATION - 27" LT T 33! LT - 06' RT
DEPTH IN FEET - 0-5 ~ 0-5 ~ 0-5
MAT'L COLOR - RD/BR _ RD/BR _ RD/BR
MAT'L TYPE - A =
LATITUDE DEG-MIN-SEC - 33 17 50.70 - 33 17 50.70 . 33 17 51.00
LONGITUDE DEG-MIN-SEC - 93 14 14.30 93 14 14.20 93 14 2.50
% PASSING 2 IN. - 5 -
1 1/2 IN. - - -
3/4 IN. - - -
3/8 IN. - 100 - -
NO. 4 - 99 ~ 100 ~ 100
NO. 10 - 98 _ 99 _ 99
NO. 40 - 92 - 92 _ 91
NO. 80 - 47 - 46 - 55
NO. 200 - 35 35 41
LIQUID LIMIT - 30 - 31 - 39
PLASTICITY INDEX - 17 = 15 - 25
AASHTO SOIL - A-2-6(1) - A-2-6(1) ~  A-6(5)
UNIFIED SOIL - - )
% MOISTURE CONTENT - 18.5 ) 18.0 19.2
ACHMSC (IN) - 2.0 = -—- E 3.25W
ACHMBC (IN) - --- = -—- . 2.0
SOIL CEMENT BASE (IN) ~ 7.0 = - = 7.0

REMARKS - W=MULTIPLE LAYERS, X=STRIPPED
- ALL LOCATIONS MEASURED FROM CENTERLINE OF

AASHTO TESTS : T24 T88 T89 T90 T265

EXISTING HIGHWAY.



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS

MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER

*%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ¥*#*

DATE - 12/09/18 SEQUENCE NO. - 28
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. -1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 11/30/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153681 - 20153682 -~ 20153683
SAMPLE ID - 5638 - 8639 - S640
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 610400 -~ 610400 - 616+00
LOCATION - 15' RT - 27" RT T 06' LT
DEPTH IN FEET - 0-5 ~0-5 ~ 0-5
MAT'L COLOR - RD/BR _ RD/BR _ RD/BR
MAT'L TYPE - - =
LATITUDE DEG-MIN-SEC - 33 17 51.00 - 33 17 50.80 = 33 17 51.60
LONGITUDE DEG-MIN-SEC - 93 14 2.50 93 14 2.50 93 13 55.40
% PASSING 2 IN. - - -
1 1/2 IN. - - -
3/4 IN. - 100 - -
3/8 IN. - 99 - 100 - 100
NO. 4 - 99 99 ) 99
NO. 10 - 98 . 97 _ 99
NO. 40 - 92 - 95 _ 97
NO. 80 - 66 - 75 - 78
NO. 200 - 46 51 54
LIQUID LIMIT - 25 - 25 - 26
PLASTICITY INDEX - 9 - 13 - 13
AASHTO SOIL - A-4(1) - A-6(3) - A-6(4)
UNIFIED SOTL - - .
$ MOISTURE CONTENT - 17.5 B 16.9 23.2
ACHMSC (IN) - 2.5 - <=z - 3.75W
ACHMRC (IN) - --- = --- . 2.5
SOIL CEMENT BASE (IN) ~ 6.0 = --- = 7.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

AASHTO TESTS : T24 T88 T89 T90 T265

ALL LOCATIONS MEASURED FROM CENTERLINE OF

EXISTING HIGHWAY



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT

MICHAEL BENSON, MATERIALS ENGINEER

MATERIALS DIVISION

- LITTLE ROCK, ARKANSAS

*%%* SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/01/15 SEQUENCE NO. - 29
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. -1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S8)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 12/01/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS

LAB NUMBER - 20153684 - 20153685 20153686

SAMPLE ID - S641 - Se642 S643

TEST STATUS - INFORMATION ONLY - INFORMATION ONLY INFORMATION ONLY

STATION - 616+00 - 616+00 624+00

LOCATION - 15" LT - 27" LT 06' RT

DEPTH IN FEET - 0-5 ~ 0-5 0-5

MAT'L COLOR - RD/BR _ RD/BR RD/BR

MAT'L TYPE
LATITUDE DEG-MIN-SEC
LONGITUDE DEG-MIN-SEC

% PASSING 2 IN.
1 1/2 1IN,

3/4 IN.

3/8 IN.

NO. 4

NO. 10

NO. 40

NO. 80

NO. 200

LIQUID LIMIT
PLASTICITY INDEX
AASHTO SOIL
UNIFIED SOIL

% MOISTURE CONTENT

ACHMSC (IN)
ACHMBC (IN)
SOIL CEMENT BASE (IN)

33 17 51.70
93 13 55.40

100
99
98
98
95
76
53

24

A-4(6)

16.5
3.0W

7.0

REMARKS - W=MULTIPLE LAYERS, X=STRIPPED
- ALL LOCATIONS MEASURED FROM EXISTING CENTERLINE OF HIGHWAY

AASHTO TESTS : T24 T88 TB9 T90 T265

33 17 51.80

93 13

100
97
oI5
92
69
50

24
11
A-6(2)

55.40

33 17 52.00
93 13 46.00

100
99
o8
84
65

24
11
A-6(4)

19.9

4.0W
2.75
8.25



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/09/15 SEQUENCE NO. - 30
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. -1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 12/01/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153687 - 20153688 - 20153689
SAMPLE ID - 5644 - 8645 - 8646
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 624400 - 624+00 = 632400
LOCATION - 15' RT - 27! RT © 06' LT
DEPTH IN FEET - 0-5 _ 0-5 T 0-5
MAT ', COLOR - RD/BR ~ RD/BR ~ BROWN
MAT'L TYPE - . =
LATITUDE DEG-MIN-SEC - 33 17 51.90 - 33 17 51.90 - 33 17 52.70
LONGITUDE DEG-MIN-SEC - 93 13 46.00 93 13 46.00 93 13 36.60
% PASSING 2 IN. - - -
11/2 IN. - = -
3/4 IN. - - -
3/8 IN. - 100 T 100 - 100
NO. 4 - 99 ) 99 ) 99
NO. 10 - 99 - 99 _ 99
NO. 40 - 97 - 97 - 98
NO. 80 - 84 - 78 - 90
NO. 200 - 68 57 69
LIQUID LIMIT - 24 - 20 - 20
PLASTICITY INDEX - 9 - 5 - 6
AASHTO SOIL - A-4(3) - A-4(0) = A-4(1)
UNIFIED SOIL - - B
% MOISTURE CONTENT - 16.9 B 17.2 17.7
ACHMSC (IN) - 3.0W = == - 5.5WX
ACHMBC (IN) - --- - --- = 4.5
SOIL CEMENT BASE (IN) ~ 7.0 = = —--
SAND (IN) ~ --- ) s ) @
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 TS0 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT

MICHAEL BENSON, MATERIALS ENGINEER

MATERIALS DIVISION

- LITTLE ROCK, ARKANSAS

*#%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/09/15 SEQUENCE NO. - 31
JOB NUMBER - CAOQ0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 HWY.79 (WIDENING) (S8)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 12/01/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153690 - 20153691 20153692
SAMPLE ID - 5647 - S648 5649
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY INFORMATION ONLY
STATION - 632+00 T 632400 640+00
LOCATION - 15" LT - 27" LT 06' RT
DEPTH IN FEET - 0-5 _0-5 0-5
MAT'L COLOR - BROWN _ BROWN BROWN

MAT'L TYPE
LATITUDE DEG-MIN-SEC
LONGITUDE DEG-MIN-SEC

33 17 52.80
93 13 36.70

% PASSING 2 IN, -
1 1/2 IN. -

3/4 IN. - 100

3/8 IN. - 95

NO. 4 - 93

NO., 10 - 92

NO. 40 - 90

NO. 80 - 84

NO. 200 - 68

LIQUID LIMIT - 21

PLASTICITY INDEX - 07

AASHTO SOIL - A-4(2)

UNIFIED SOIL .

% MOISTURE CONTENT = 16.3
ACHMSC (IN) - 3.0W
ACHMBC (IN) - =
SAND (IN) ~ 7.0

REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

33 17 52.90

93 13

100
99
99
99
92
74

21
06
A-4(2)

36.60

33 17 52.30
93 13 27.20

100
99
29
97
90
59

23
08

A-4(2)
18.1

4.5W
4.5W

- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*%%* SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/09/15 SEQUENCE NO. - 32
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 12/01/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153693 - 20153694 -~ 20153695
SAMPLE ID - 8650 - 8651 - 8652
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 640400 - 640400 - 648+00
LOCATION - 15" RT - 27" RT T 06' LT
DEPTH IN FEET - 0-5 ~ 0-5 ~0-5
MAT'L COLOR - BROWN _  BROWN _ BROWN
MAT'L TYPE . - =
LATITUDE DEG-MIN-SEC - 33 17 52.30 - 33 17 52.20 - 33 17 51.20
LONGITUDE DEG-MIN-SEC - 93 13 27.20 93 13 27.20 93 13 17.80
% PASSING 2 IN. - - -
1 1/2 IN. - = =
3/4 IN. - = =
3/8 IN. - 100 - 100 = 100
NO. 4 - 99 ~ 99 ) 99
NO. 10 - 98 _ 98 _ 99
NO. 40 - 917 = 92 = 98
NO. 80 - 90 - 93 = 81
NO. 200 - 62 46 59
LIQUID LIMIT - 24 - 23 = 16
PLASTICITY INDEX - 09 = 06 - 03
AASHTO SOIL N D-4(3) < A-4(0) - A-4(0)
UNIFIED SOIL - - )
% MOISTURE CONTENT - 21.1 ) 17.3 11.0
ACHMSC (IN) - 3.5W - == = 5.0W
ACHMBC (IN) - === = S = 2.25
SAND (IN) ~ 4.0 = --= - 4.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*%%* SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/09/15 SEQUENCE NO. - 33
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. < 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 12/01/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153696 - 20153697 - 20153698
SAMPLE ID - 8653 - S654 - 8655
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 648400 - 648+00 - 656400
LOCATION - 15' LT T 27" LT - 06' RT
DEPTH IN FEET - 0-5 _ 0-5 ~ 0-5
MAT'IL, COLOR - BR/GR _ BR/GR _ BROWN
MAT'L TYPE = _ _
LATITUDE DEG-MIN-SEC - 33 17 51.40 - 33 17 51.50 - 33 17 49.80
LONGITUDE DEG-MIN-SEC - 93 13 17.80 93 13 17.80 93 13 8.70
% PASSING 2 IN. - - =
11/2 IN. - = <
3/4 IN. - - -
3/8 IN. - 100 B T 100
NO. 4 - 99 ~ 100 ) 99
NO. 10 - 98 _ 99 _ 99
NO. 40 - 97 - 98 . 98
NO. 80 - 77 = 77 i 88
NO. 200 - 54 53 60
LIQUID LIMIT - 16 - ND - 17
PLASTICITY INDEX - 03 - NP - 02
AASHTO SOIL - A-4(0) - A-4(0) - A-4(0)
UNIFIED SOIL - B )
% MOISTURE CONTENT - 14.1 - 11.8 15.0
ACHMSC (IN) - 3.25W B - - 5.5W
ACHMBC (IN) - -—- = - = 2.0
SAND (IN) ~ 6.0 = - - 6.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*** SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/01/15 SEQUENCE NO. - 34
JOB NUMBER - CA0705 MATERIAL CODE - SSRVPS
FEDERAL: AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 12/01/15
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153699 - 20153700 - 20153701
SAMPLE 1D - 8656 - 8657 _ S658
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 656400 - 656+00 - 664400
LOCATION - 15' RT - 27' RT - 06' LT
DEPTH IN FEET - 0-5 ~ 0-5 ~ 0-5
MAT'L COLOR - BR/GR _ BROWN _ BR/GR
MAT'L TYPE - _ _
LATITUDE DEG-MIN-SEC - 33 17 49.80 - 33 17 49.70 - 33 17 48.60
LONGITUDE DEG-MIN-SEC - 93 13 8.60 93 13 8.60 93 12 59.20
% PASSING 2 IN. - = =
11/2 IN. - N -
3/4 IN. - . -
3/8 IN. - 100 T 100 =
NO. 4 - 99 99 ~ 100
NO. 10 - 95 B 97 . 99
NO. 40 - 94 - 26 - 98
NO. 80 - 86 - 86 = 86
NO. 200 -~ 53 55 . 58
LIQUID LIMIT - ND - ND - 19
PLASTICITY INDEX - NP - NP - 04
AASHTO SOIL - A-4(0) =  A-4(0) = A-4(0)
UNIFIED SOIL - - )
% MOISTURE CONTENT . 14.3 - 16.6 14.2
ACHMSC (IN) - 3.0W - - - 6.0W
ACHMBC (IN) - 6.0 - SU, - 1.5
SAND (IN) ~ --- = - - 4.0
REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION

MICHAEL BENSON, MATERIALS ENGINEER
*%*% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/01/15 SEQUENCE NO.
JOB NUMBER - CA0705 MATERIAL CODE
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID.
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE
SUPPLIER NAME - STATE DISTRICT NO.
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED
SAMPLED BY - T.FRAZIER DATE RECEIVED -
SAMPLE FROM - TEST HOLE DATE TESTED
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20153702 - 20153703 -
SAMPLE ID - 8659 - 8660 -
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY -
STATION - 664+00 - 664+00 =
LOCATION - 15' LT - 27' LT -
DEPTH IN FEET - 0-5 ~ 0-5 )
MAT'L COLOR - BR/GR BROWN

MAT'L TYPE
LATITUDE DEG-MIN-SEC
LONGITUDE DEG-MIN-SEC

33 17 48.80
93 12 59.30

% PASSING 2 IN. -
1 1/2 IN. -
3/4 IN. -

3/8 IN. - 100

NO. 4 - 99

NO. 10 - 99

NO. 40 - 98

NO. 80 - 88

NO. 200 - 60

LIQUID LIMIT . 17

PLASTICITY INDEX - 04

AASHTO SOIL - A-4(0)

UNIFIED SOIL .

% MOISTURE CONTENT - 15.8
ACHMSC (IN) - 3.75W
SAND (IN) - 4.0

REMARKS - W=MULTIPLE LAYERS, X=STRIPPED

33 17 48.90 -
93 12 59.20

100 =
99

97

95

93

84 -
63

17 -
04 =
A-4(0) -

- ALL LOCATIONS MEASURED FROM CENTERLINE OF EXISTING HIGHWAY

AASHTO TESTS : T24 T88 T89 T90 T265

35
SSRVPS
2014

1

14

07

11/05/15



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
*%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/07/15 SEQUENCE NoO. - 1
JOB NUMBER - CA0705 MATERIAL CODE - RV
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (8)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS :
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 12/04/15
MATERIAT, DESC. - SOIL SURVEY - RESISTANCE R-VALUE ACTUAL RESULTS
LAB NUMBER - 20153704 - 20153705 - 20153706
SAMPLE ID - RV661 - RVe662 - RV663
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 379+00 - 462+00 - 610+00
LOCATION - 27" LT - 36" LT - - 27' RT
DEPTH IN FEET - 0-5 ~ 0-5 © 0-5
MAT'I COLOR - BROWN _ BROWN : RD/BR
MAT'L TYPE - - -
LATITUDE DEG-MIN-SEC - 33 19 22.80 - 33 18 30.20 - 33 17 50.80
LONGITUDE DEG-MIN-SEC - 93 17 54.30 93 16 38.80 93 14 2.50
% PASSING 2 IN. - - -
1 1/2 IN. - - -
3/4 IN. - - 100 -
3/8 IN. - 100 - 95 - 100
NO. 4 - 97 93 - 96
NO. 10 - 96 = 91 _ 95
NO. 40 - 95 z 89 - 93
NO. 80 - 92 - 83 - 74
NO. 200 - 77 68 52
LIQUID LIMIT - 27 - 22 - 23
PLASTICITY INDEX = 05 = 03 - 06
AASHTO SOIL - A-4(3) - A-4(0) - A-4(0)

UNIFIED SOIL -
% MOISTURE CONTENT -

REMARKS

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
**% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT ***

DATE - 12/07/15 SEQUENCE NO. - 2
JOB NUMBER - CA0705 MATERIAL CODE - RV
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2014
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 14
SUPPLIER NAME - STATE DISTRICT NO. - 07
NAME OF PROJECT - HWY.98 - HWY.79 (WIDENING) (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - COLUMBIA, COUNTY DATE SAMPLED - 11/03/15
SAMPLED BY - T.FRAZIER DATE RECEIVED - 11/05/15
SAMPLE FROM - TEST HOLE DATE TESTED - 12/04/15
MATERIAL DESC. - SOIL SURVEY - RESISTANCE R-VALUE ACTUAL RESULTS
LAB NUMBER - 20153707 = -
SAMPLE ID - RV664 - .
TEST STATUS - INFORMATION ONLY - -
STATION - 656400 = =
LOCATION - 27' RT = -
DEPTH IN FEET - 0-5 ) .
MAT'L COLOR - BROWN - -
MAT'L TYPE - = -
LATITUDE DEG-MIN-SEC - 33 17 49.70 = -
LONGITUDE DEG-MIN-SEC - 93 13 8.60
% PASSING 2 IN. - - -
11/2 IN. - = -
3/4 IN. - 100 - =
3/8 IN. - 99 - B
NO. 4 - 97 ) )
NO. 10 - 97 = -
NO. 40 - 96 " =
NO. 80 - 89 - E
NO. 200 - 62
LIQUID LIMIT - ND - -
PLASTICITY INDEX - NP - -
AASHTO SOIL - A-4(0) - -

UNIFIED SOIL = -
% MOISTURE CONTENT -

REMARKS

AASHTO TESTS : T24 T88 T89 T90 T265



